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Thermocouple Curves – Chromel versus Gold/Iron 
 

Chromel vs. Au-0.03 at.% Fe  Chromel vs. Au-0.07 at.% Fe 

Temp (K) VTC(mV)  Temp (K) VTC(mV) 
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